330 6th Ave. North, Suite 200, Seattle, WA 98109

)
&Prezant OFFICE: (206) 281-8858 FAX: (206) 281-8922

BULK ASBESTOS FIBER ANALYSIS NV&[& @ 41888
Client: Alaskan Copper Work PAI Batch Number: g 7 - 4740.00
Address: g28 Hanford St '
Seattle WA 98025 Number of samples: 1
Gerald Thompson RUSH

Project: Western Specialty Alloys

Project #: xxxx

Client Sample #: 1 NON-FIBROUS COMPONENTS

Client: Alaskan Copper Work 30%  Tar/binder L-1

Batch #: 4740 100% Tar/calcite/binder L-2
Lab #: 97120285 100% Synthetic foam L-3
Sample Location: Roof 100% Resin/calcite/binder L-4

NON-ASBESTOS FIBROUS COMPONENTS
55% Cellulose fibers L-1

Sample Description:

L-1: Black fibrous material
L-2: Black tar-like material
L-3: Yellow foamy material
L-4; Gray hard material
ASBESTOS FIBROUS

15% Chrysotile L-1

Comment:
Sampled By: Client ’“/
Reviewed By: Gail Gislason L :.77'“"':«3—‘
Date: 12/18/97 Page: Analyzed By: Reed T. Ter§y 12/18/97

AKC-0011192



